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(57) ABSTRACT

'The present invention relates to an elastomeric material
thickness test fixture. The test fixture comprises a cylinder
having an interior space for receiving at least one sheet of a
material to be tested, and a piston movable relative to the
cylinder for applying a holding force to the at least one sheet
The piston has a through hole to allow a test medium to be
used to study chemical attack to come into contact with the
at least one sheet. A process for allowing assessment of
chemical attIK:k on ~ck elastomeric materials using the test
fixture is also described.
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